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Subject: Mildew and Oil Bas
  
Discussion: 
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Recommendation:  
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Mildew on siding 
 
 

http://www.forestprod.org/shop/index.html
 

Finishes for Exterior Wood: 
Selection, Application, and Maintenance 
 

 
 

This manual contains definitive, practical information on the proper selection, application, and 
maintenance of exterior wood finishes, including:  
How manufacturing, design, and construction practices affect the surfaces of exterior wood 
products.  
• How various types of finishes interact with wood surfaces.  
• How weathering affects the wood and finished surface.  
• How to select and apply various exterior wood finishes.  
• How degradation and discoloration of exterior wood finishes occur and what methods can be 

used to prevent these problems.  
Finishes for Exterior Wood is an invaluable resource not only for finish applicators, but also for 
designers of exterior wood structures interested in understanding the various mechanisms that 
affect the service life of finished exterior wood products. 
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